Appendix 3 to the Basic Criteria RAL-UZ 159

Chlorinated Benzenes and Toluenes
The following chlorinated benzenes and toluenes may not be used in dyed synthetic fibres:

e Chlorobenzene

e Dichlorobenzene

e Trichlorobenzene

e Tetrachlorobenzene

e Pentachlorobenzene
e Hexachlorobenzene

e Chlorotoluene

¢ Dichlorotoluene

e Trichlorotoluene

e Tetrachlorotoluene

e Pentachlorotoluene
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